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Research Article
Evaluation of the lightweight foamed concrete characteristics

Zeinab A. Etman®P @@, Samar A. Rokbah P*

? Department of Civil Engineering, Menoufia University, Shebin EIKoum, Menofia, Egypt
b Department of Civil Engineering, Higher Institute of Engineering and Technology, Menofia, Egypt

ABSTRACT ARTICLE INFO

The purpose of this paper is to assess the properties of light weight foamed concrete.
In this research, two phases are investigated. The first stage explored the character-
istics of fresh and hardened foamed concrete using a foaming agent. The following
parameters were employed in this study: foaming agent used as a volume of concrete
mix by 10, 20, and 40%, fly ash used as a replacement of cement content by 10, 25,
and 50%, and polypropylene fiber used with varied volume fractions of 0.5, 0.75, and
1.0%. Slump values are applied to evaluate the fresh properties. To evaluate the hard-
ened concrete, the dry density and compressive strength at 7 and 28 days are com-
puted. Furthermore, the 28-day tensile splitting strength and flexural strength are
studied. The effect of a high temperature was evaluated. The second stage investi-
gated the effects of polypropylene fiber on both fresh and hardened concrete. It was
observed that foaming agents improve fresh characteristics while decreasing com-
pressive strengths and dry density. Furthermore, utilizing fly ash improves the char-
acteristics of both fresh and hardened foamed concrete. The fiber reduces the fresh
characteristics while enhancing the toughened properties. Because of its low density,
foamed concrete is being used for structural applications because of this study. Such
as those utilized for thermal insulation, acoustic impedance, and fire breaks. Also
used to create road foundations for roads built on soft soil.
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1. Introduction

Foam concrete is a form of cement mortar containing
cement, water, and foam brought using an appropriate
foaming agent. Other research’s describing this material
as lightweight cell concrete, low-density foam concrete,
or cell lightweight concrete, and many others. In applica-
tions, it offers pleasant answers to cope with various
challenges and troubles faced in construction activities
Fu et al. (2020). Mainly for lowering the dead load of
structures and for heat preservation, damping, sound in-
sulation, and pore filling. The researchers found that the
chemical foaming approach is more suitable for ultra-
lightweight FC than mechanical foaming. Shi etal. (2019)
Used ultra-lightweight expanded polystyrene foamed
concrete (EFC), and its thermal insulation property was
measured. It was noticed EFC thermal conductivity de-
clines as the temperature exceeds. In addition, the pre-

cise volume of EPS particles can't only reduce the EFC
thermal conductivity however also decrease the influ-
ence of temperature at the thermal conductivity. FC can
be produced through addition of pre-foam into mortar to
produce FC without filler or FC with filler, consisting of
fly ash, quarry dust.

Habsya et al. (2018) studied the influence of foaming
agentand fly ash content material at the density, thermal
conductivity, compressive strength, and water absorp-
tion of lightweight Foamed Concrete (LFC). The results
indicated that the increasing of foam content decreases
density, thermal conductivity, and compressive strength
of LFC and increases water absorption. On the other
hand, the increasing of FA content decreases water ab-
sorption, but it will increase density, thermal conductiv-
ity, and compressive energy.

Kearsley and Wainwright (2001) studied the porosity
and permeability of replacing a large content of cement
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up to 75% with both classified and unclassified fly ash.
Porosity was mainly dependent on the dry density now
not on ash content or kind, which became more for
foamed concrete. The permeability increased with grow-
ing porosity and ash content material.

Gopalakrishnan et al. (2020) investigated the impact
of fly ash with the aid of partially changing in cement as
much as 50% and replacing river sand by quarry dust as
much as 50% for diverse mixes. It has been concluded
that the changing partially 30% of first-rate sand b and
quarry dust mixture produced higher first-class effects
in par with the conventional foam concrete.

Kanagalakshmi et al. (2015) studied the effect of
quarry dirt substitute (0-50%) with sand on compres-
sive strength of foamed concrete. The results indicated
the compressive strength of foam concrete product of
quarry dust extra than the control foam concrete by
43%. So that, it was proposed that burnt clay bricks can
be effectively replaced with foam concrete blocks. Many
types of fibers have been used to observe the properties
of foamed concrete.

Regarding natural fibers and synthetic such as, poly-
propylene fiber, steel; Raupit et al. (2017) discovered
that the addition of polypropylene fiber to the light-
weight foamed concrete does affect the tensile strength
of the foamed concrete. However, Atoyebi et al. (2018)
studied the steel fiber content material in specimens in-
creases the splitting tensile strength decreases. While
Hazlin et al. (2017) concluded that foamed concrete
added by Polypropylene fibers gave better performance
in tensile strength in comparison to foamed concrete
without Polypropylene fibers. This study shows the me-
chanical properties of foamed concrete, and the influ-
ence of elevated temperatures on it.

2. Significance of the Research

With urban growth, there is a need to identify and
produce sustainable materials that aid in long-term de-
velopment. The necessity of the day is for a lightweight
material with a low self-weight that uses by-products or
wastes. Because of its light weight, foam concrete is be-
coming increasingly common. Therefore, the aims of this
paper are:

e To investigate the influence of different percentages
fly ash on foam concrete.

o Investigate the impact of different volume fraction of
polypropylene fibers on foam concrete.

e To investigate the effect of high temperature of the
properties of foam concrete.

3. Experimental Program

All tests in this paper were conducted in the Civil En-
gineering Department's Quality Control and Strength of
Testing Materials Laboratory at the Higher Institute of
Engineering and Technology, Menoufia, Egypt. The fol-
lowing sections detailed the materials used, as well as
how to prepare, cast, cure, and test testing specimens.

3.1. Materials
3.1.1. Cement

The Lafarge Cement Factory manufactured Portland
cement (CEM142.5 N) with specific gravity 3.15 in accord-
ance with (E.S.S.47651-1/2013) and (E.P.C 203/2018).

3.1.2. Sand

Natural siliceous sand that satisfies the Egyptian
standard specifications (E.S.S.1109/2008). It is practi-
cally impurity-free, with a specific gravity of 2.6 t/m3 and
a fineness modulus of 2.61.

3.1.3. Fly ash

Class (F) fly ash with a specific gravity of 2.3 was uti-
lized to fulfill the requirements of (ASTM C618).

3.1.4. Water

Water per binder (fly ash+ cement) ratio (w/b) was
0.30. Tap water was used for mixing the concrete con-
formed to the requirements of (E.P.C 203/2018).

3.1.5. Foaming agent

Foaming agent type EUCO from Swiss Chemistry Fac-
tory is chloride free. It was used to produce lightweight
concrete by entraining a controlled amount of air bub-
bles to concrete mix. Table 1 indicates the properties of
the foaming agent used throughout this investigation.

3.1.6. Fiber
Polypropylene fibers were used (Table 2, Fig. 1). The
fibers accounted of the total mix volume was utilized to

fulfill the requirements of (ASTM C1116).

Table 1. Properties of the foaming agent.

Appearance liquid
Color transparent
Specific gravity 1,01
Viscosity 6,5 MPA
Chloride content nil

Compatibility with cement
Shelf life
Surface tension ASTM C 233

all types of Portland cement
up to 2 years
41,9 N/cm?

Table 2. Properties of the polypropylene fibers.

Length range (mm) (12-20)
Average diameter (pum) 20
Aspect ratio (L/d) 800
Tensile Strength (MPa) 550-600
Fiber elongation (%) 14-25%
Specific gravity (kg/m?) 0.9
Melting point 160°C
Burning point 590° C
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Fig. 1. Polypropylene fibers used in this research.

3.2. Methodology

At the beginning, the start points of choosing the pro-
portions of foamed concrete mixes was conducted firstly
based on previous research as reported by Kanaga-
lakshmi et al. (2015), Roslan et al. (2013), and Reddy et
al. (2017). The methodology for producing foam con-
crete (Fig. 2, Table 3) with the required characteristics

varies substantially. The concrete was mixed in the fol-
lowing method to achieve the target density of 1500-
1800 kg/ms3.

To create the foam, the foam agent was diluted 1: 30
with water weight and blended with a mixer at 500 cy-
cles per minute for 10 minutes. On the other hand, dry
materials such as cement, sand, and fly ash were mixed
thoroughly then added the water to dry materials. Next,
the prepared foam added to the mortar and blended the
mixing uniformly. The foamed concrete was ready for
pouring once the foam had been thoroughly integrated.
The foamed concrete was manually placed. After 24
hours, the foamed concrete has achieved green strength
and must be left to air cure before water curing can
begin. This approach was employed in Reddy et al.
(2017).

The conducted experimental program was divided
into two stages. The first stage was performed to study
the effect of using foaming agent and fly ash on the fresh
and hardened concrete properties. Based on the test re-
sults of the previous stage, the best-recorded values
were used in the second stage. The second stage was
conducted to study the effect of using polypropylene fi-
ber with different volume fraction in foamed concrete on
the fresh and hardened concrete properties.

S = o i

a) Mix of the dry components

b) Foam generated

c) The mix after adding foaming agent

Fig. 2. Procedures of foamed concrete mixture.

Table 3. Constituents of concrete mixes (kg/m?).

Sample Type Mix no Cement Sand Water  Fly ash Poly(]:;ir];)éjr}glene % Ol}oé?;ii%:%zﬁ:me)

0% F C1 746.27 1119.36 335.80 0.00 0.0

10% F (] 671.64 1007.46 201.49 0.00 100

20% F C3 597.01 895.58 179.10 0.00 200

40%F C4 447.76 671.64 134.33 0.00 400

10% FA +10% F M1 604.476 1007.46 201.49  67.16 100

- 10% FA + 20% F M2 537.309 895.58 179.10  59.70 200
& 10% FA + 40% F M3 402.984 671.64 134.33  44.78 0.00 400
& 25%FA + 10% F M4 503.73 1007.46 201.49 167.91 100
25% FA +20% F M5 447.76 895.58 179.10  149.25 200

25%FA + 40% F M6 335.82 671.64 134.33 111.94 400

50% FA + 10% F M7 335.82 1007.46 201.49 335.82 100

50% FA +20% F M8 298.505 895.58 179.10  298.50 200

50% FA + 40% F M9 223.88 671.64 134.33  223.88 400

~ 0.5% PP + 25% FA+ 10% F M10 504.73 1009.5 201.89  168.25 4.50 100
&%  0.75%PP+25%FA +10%F M11 503.29 1006.58 201.32  167.76 6.75 100
& 1.0% PP + 25% FA + 10% F M12 501.88 1003.75 200.75 167.29 9.00 100

PP: Polypropylene fiber  FA: Fly ash

F: Foaming agent
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3.3. Testing method
3.3.1. Slump test

Inverted slump test was conducted to determine the
consistency of foamed concrete. This test was conducted
according to ASTM C143M-03.

3.3.2. Dry density

The dry density test was determined from the dried
weight (105 °C for 24 hrs). Three 50mm cubes were
measured in each sample tested. The density defined as
the mass of the concrete divide in its volume. The dry
density it tested at age (28) days. Also, after the speci-
mens exposed to elevated temperatures densities were
calculated.

3.3.3. Compressive strength

Cube specimens of dimensions 100x100x100 mm are
prepared for evaluating the compressive strength. Ac-
cording to ASTM C109 the compressive strength test was
carried out. A 2000 KN capacity compression testing ma-
chine is used. Average compressive strength was ob-
tained based on three cubic specimens.

3.3.4. Splitting tensile strength

Cylindrical concrete specimens, 100 mm in diameter
and 300 mm in high, are prepared to evaluate the split-
ting tensile strength. Indirect tension test (splitting
method) is performed to determine the tensile strength
of concrete mixes. ASTM C39 was used to conduct the
splitting tensile strength. A 2000 KN capacity compres-
sion testing machine is used.

3.3.5. Flexural strength

This test method evaluates the flexural strength ob-
tained by a testing simply supported beam (prism) un-
der four - point loading at universal testing machine ac-
cording to ASTM C78.

3.3.6. Elevated temperature and testing methodology

Throughout this investigation, three specimens rep-
resenting the same ingredient are utilized for each test,
and the average values are presented.

The compressive strength of an unheated control
specimen is measured after 28 days; the other speci-
mens are heated to target temperature in an electric fur-
nace with a capacity of 1200 °C, as shown in Fig. 3, at a
heating rate of 10 °C/min. There are two target temper-
atures: 200 °C and 400 °C. For 1.5 hours, the specimens
are held at each temperature. The specimens are allowed
to cool for 24 hours at laboratory room temperature af-
ter being subjected to the required temperature before
being evaluated to assess residual strength after 1 day.
On a dry surface, the specimens are assessed. For each
test data point, three data points were gathered.

Fig. 3. Electric furnace used in this research.

4. Results and Discussions

The characteristics of Foamed Concrete were studied
using various parameters. The outcomes of the experi-
mental program are described in detail in the following
sections.

4.1. Consistency of the foamed concrete

Fig. 4 shows the results of slump tests performed us-
ing foaming agents. The figure also demonstrates the re-
lation between the slump and the amount of foaming
agent used (as a ratio of volume concrete mixture). The
results demonstrated that as the foamy agent dose in-
creased, the slump values increased when compared to
the control mix with 0.0% foaming agent. The workabil-
ity of foaming agent and fly ash mixtures increased as the
foaming agent increased. For example, for 10%, 20%,
and 40% foaming agent, the slump results were 100,
140, and 200 mm, respectively.

Furthermore, it demonstrates that when the fly ash
concentration increases, the workability of concrete de-
creases, which may be ascribed to the higher particle
surface of fine fly ash compared to cement as described
by Othman et al. (2021).

Fig. 5 shows the results of slump tests conducted us-
ing polypropylene fibers. The figure also illustrates the
relationship between slump and fiber percentage (vol-
ume fraction). When compared to a control mix of 25%
fly ash and 10% foaming agent, the slump values re-
duced as fiber increased. Slump findings demonstrate
that fibers with 0.5, 0.75, and 1.0% Vrhave 115, 80, and
30 mm, respectively. The decrease in slump because of
polypropylene fiber tend to absorb water which lead to,
the weakening of resistance between the structures of
the mix and contraction of the free water amount, that
explains the decrease of slump diameter consistently to
the presence of polypropylene fiber Mydin et al. (2023).
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g B 8

Slump (mm)
g

100 |
50 i
—h— 25%f.a —B—50%f.a
(i
0 10% 20% 40%
Foaming agent (%)

Fig. 4. Slump values of foamed concrete
due to foaming agent.

4.2. Dry density of the foamed concrete

The dry density has been investigated, as seen in Fig.
6. The density of the mixes with foaming agent was
somewhat greater than the density of the fly ash mix-
tures. The result indicated that for mixes with foaming
agent only, the densities declined when compared to the
control mix with 100% cement. The lowest dry density
was 1600 kg/m3 for the mix with 40% foaming agent.

The similar pattern was seen in mixes with fly ash re-
placement with cement. The lowest dry density was
1565 kg/m3 for mix-9, followed by 1570 kg/m3 for mix-
6, and 1585 kg/m3 for mix-3. Because cement has a
higher specific gravity than fly ash, the density of mix-

2200
——0.0%f.a —e—10%f.a

2100 ===\ =a—25%fa ~~—W=50%f.a -
2000 -

1900 H
1800
1700

Dry density (kg/m?3)

1600

1500

0.00% 10% 20% 40%
Foaming agent (%)
Fig. 6. Relation between foaming agent and dry density.

4.3. Compressive strength of the foamed concrete

Figs. 8-11 show the findings of the mechanical
properties evaluated. Figs. 8 and 9 illustrate the relation-
ship between foaming agent dose and compressive
strength values for mortars with 0.0, 10, 25, and 50% fly
ash replacement with cement after 7 and 28 days. The
figures revealed that when the foaming agent was in-
creased, the compressive strength decreased compared
to the control mix for the mix without fly ash. However,
when comparing the fly ash-containing mixtures, at all

0
-]

Slump (mm)
&
o

100
50
(]
0.00% 0.50% 0.75% 1.00%
Fiber(%)

Fig. 5. Slump values of foamed concrete
due to polypropylene fibers.

tures including fly ash is lower. The density of foamed
concrete, according to Nambiar and Ramamurthy
(2006), is dependent on the filler type, such as fly ash,
which has a low specific gravity compared to fine sand.
Similarly it was reported by Gencel et al. (2022) and
Krishna et al. (2021) the dry density decreased as the
volume of foam and the weight of fly ash increased.

The effect of fiber on dry density has been explored in
Fig. 7. The density of the mix with 0.50% Vr of fiber was
rather greater than the density of the control mixes with-
out fiber (25% fly ash + 10% foam). Moreover, when the
fiber content increased, the dry density reduced. The low-
estdry density for 1.0% Vr fiber was 1748 kg/m3, followed
by 1750 kg/m3for 0.75% Vj; and 1760 kg/m3 for 0.5% V.

2200

2100
2000

1900

1800

1700

Dry density (kg/m?3)

1600

1500

0.00% 0.50% 0.75%

Fiber (%)
Fig. 7. Relation between fiber and dry density.

1.00%

the foaming agent doses were more than the control mix-
ture. Gopalakrishnan et al. (2020) achieved comparable
findings. At test ages of 7 and 28 days, the optimum com-
pressive strength for mix with a foaming agent only
achieved at 10% foaming agent which was less than the
control mix by 36%. Consequently, when the fly ash con-
tent increased, the compressive strength increased. The
compressive strength, increased up to 25 % fly ash then
decreased compared to control mix. At 7 and 28 days, the
ultimate compressive strength of mixes containing 25,
10, and 50% fly ash was 45, 34.5, and 29% greater than
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the control mix. The increase in compressive strength
owing to CSH production is connected to the constant re-
duction of pore size and the reduction of calcium hydrox-
ide (CH) crystals, both of which have a damaging effect
on the binding between the cement paste and aggre-
gates.

Figs. 10 and 11 indicate the relationship between fi-
ber % and compressive strength after 7 and 28 days, re-
spectively. The analysis indicated that as the fiber den-
sity increased, the compressive strength reduced in com-
parison to the control mix. For 0.5, 0.75, and 1.0% V}, the
reduction was 20.67, 32.5, and 42.17%, respectively. The
decrease in compressive strength was due to the addi-

24
22
20
18 i
16

_______________________________ —- - 10%f.a

0 L—=—A—25%fa —a—50%fa |

0.00% 10% 20% 40%
Foaming agent (%)

Compressive Strength (MPa)
=
N

Fig. 8. Compressive strength values at 7 days of
foaming concrete due to foaming agent and fly ash.

24
20 *-.

16 \

12 \\

Compressive Strength (MPa)

0.00% 0.50% 0.75%

Fiber (%)

Fig. 10. Compressive strength values at 7 days of
foaming concrete due to PP fiber.

1.00%

tion of polypropylene fiber, especially at 0.75 and 1.00%
Vr. The addition of fiber produces additional pores and
voids, resulting in a weak connection between pore,
void, and matrix as mentioned by Roslan et al. (2013).
This is agreed with Falliano et al. (2019) that concluded
the effect of fiber on compressive strength can be ne-
glected specifically on dry density lower than 400 kg/m3.
This is because the compressive strength is influenced
by the volume of produced air provided by the foam
(air/cement ratio), which is not affected to normal-
weight concrete but of interest in light weight concrete.
Modes of failure under compression loads are presented
in Fig. 12.

26
24
22
20
18
16
14
12
10

4 e—e==0.0%f.a —===10%fa
|| —&—25%f.a —@— 50%f.a

0.00% 10% 20% 40%
Foaming agent (%)

Compressive Strength (MPa)

Fig. 9. Compressive strength values at 28 days of
foaming concrete due to foaming agent and fly ash.

o |
16 \-\'\

©

o

2

&

g .
2 12

2

a

g

[= 8

£ 4

o]

o

0.00% 0.50% 0.75% 1.00%
Fiber (%)

Fig. 11. Compressive strength values at 28 days of
foaming concrete due to PP fiber.

= .

Fig. 12. Modes of failure under compression loads: (a) Normal LFC; (b) LFC with PP fiber.
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4.4. Split tensile strength of the foamed concrete

Fig. 13 shows the relationship between the foaming
agent dosage and the tensile splitting strength for mortars
at0.0,10, 25,and 50% fly ash replacement with cement at
28 days. The splitting tensile strength gives the same
trend as compressive strength. From Fig. 13, for mix with-
out fly ash as the foaming agent increased the splitting
tensile strength decreased compared to control mix. The
maximum tensile splitting strength at 28 days obtained at
foaming agent dosage equal to 10% of volume mixture.

For the mixes with fly ash the tensile strength in-
creased as the fly increased up to 25 % fly ash then de-
creased compared to control mix. The maximum tensile
strength recorded at 10% foaming agent. For mixes with
10, 25, 50 % fly ash replacement with cement, which, in-

3

25

2

15 |-—® \ .
1

L Sy 74 S R— e [ 74
0 —— 25%f.a —i— 50%f.a

0.00% 10% 20% 40%
Foaming agent (%)

Split Tensile Strength (MPa)

Fig. 13. Splitting tensile strength values at 28 days for
foamed concrete due to foaming agent and fly ash.

4.5. Flexural strength of the foamed concrete

The relationship between the foaming agent dose and
the flexural strength for mortars at 0.0, 10, 25, and 50%
fly ash replacement with cement at 28 days is shown in
Fig. 15. The figure shows that the flexural strength of the
mix without fly ash decreased as the foaming agent in-
creased when compared to the control mix. Flexural
strength decreased by 37, 49.6, and 49.75% for mixes
containing 10, 20, and 40% foaming agent, respectively,
as compared to the control mix. Furthermore, for mixes
including fly ash, the flexural strength dropped as the
foaming agent increased. The greatest flexural strength
was observed at 10% foaming agent in mixes with 10, 25,
and 50% fly ash substitution with cement.

Fig. 16 displays the flexural strength of foamed concrete
owing to fiber. The mixtures with 0.75% and 0.50% Vr of
fibers had slightly higher flexural strength than the control
mix without fiber. Then it fell to 1.00% V¥ of fiber. The in-
crease was 2.1, 3.25, and -3.56% for 0.50, 0.75, and 1.00%
Vrof fiber, respectively, as compared to the control mix.

The increasing of fiber increased flexural strength this
corresponds to the increasing in density. This is because
the solid phase is higher (the porosity is lower) for that
higher density for volume size of specimens. So that, the
fibers collaborate with cementitious matrix in a more ef-
fective manner and contribute to the overall strength
more significantly Falliano et al. (2019). It can be drawn

crement by 12.5, 14.4, and 10% respectively compared
with control mix. On the other hand, mixes with 25, and
50% fly ash recorded increment by 12.5, and 8.75 % at
20% foaming agent, and increment by 6.25% at 40 %
foaming agent compared to control mix. While mixes
with 10% fly ash show decrement in strength by 0.0, and
6.25% at 20, and 40 % foaming agent compared to con-
trol mix.

The spitting tensile strength of foamed concrete due
to fiber is presented in Fig. 14. It can be seen the mixes
with fibers improved the tensile strength compared to
control mix. The maximum tensile strength recorded is
at 0.50% Vrof fiber. The increment by 57, 20, 9% at 0.50,
0.75, and 1.00% Vrof fiber respectively compared to con-
trol mix. The increase occurs due to the increasing den-
sity and decreasing foam volume Hazlin et al. (2017).
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Fig. 14. Splitting tensile strength values at 28 days for
foamed concrete due fiber.
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that the presence of fiber acts as a reinforcing tissue to
bind the matrix of composite material firmly compared
to the specimen without any fiber applied in the tensile
zone as reported by Roslan et al. (2013) and Serudin et
al. (2019). The use of fiber not only reduced the strength
of the foamed concrete, but also demonstrated ductile
behavior and prevented the specimen from being split
into two sections. Fig. 17 represents the mode of failure
due to fiber in foamed concrete.

4.6. Effect of elevated temperature on the foamed concrete

Fig. 18 displayed the calculated compressive strength
of foamed concrete after 1.5 hours of exposure to 200
and 400 °C due to foaming agent and fly ash. As the ex-
posure temperature increased, the compressive
strength of foamed concrete deteriorated. According to
Fig. 18 the compressive strength after exposure to 200
and 400°C for the mixes contain (10-40%) foaming agent
are lower than that of control mix at the same tempera-
ture. From results, the reduction in compressive
strength of its original at 200 °C by 27.9, 18.1, 10% and
at 400°C by 32.7, 39.8, and 15 % for 10, 20, and 40%
foaming agent respectively. This is due to the dehydra-
tion of CH into calcium oxide causes the paste to shrink
and fracture after being exposed to increased tempera-
tures of 200 °C and higher. As calcium oxide rehydrates,
it expands and cracks, causing more disintegration.
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Fig. 15. Flexural strength values at 28 days for
foamed concrete due to foaming agent and fly ash.
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Fig. 16. Flexural strength values at 28 days for
foamed concrete due to fibers.

Fig. 17. Modes of failure under flexural load: (a) Normal LFC; (b) LFC with PP fiber.

The compressive strength after exposure to 200 and
400 °C for the mixes contain fly ash replacement with ce-
mentby (10, 25, and 50%) are higher than that of control
mix at the same temperature. The minimum reduction in
compressive strength of its value at 10 % fly ash, while
the maximum reduction in compressive strength of its
value recorded for mixes with 50% fly ash. The reduc-
tion by 20.4, 27.7, and 13.5% for 10, 20, and 40% foam-
ing agent respectively.

Fly ash increases the strengths of concrete against
high temperature due to the formation of tobermorite
thatis a product of lime and FA at high pressure and tem-
perature which is about two to three times stronger than
the CSH gel Soleimanzadeh et al. (2013)

Fig. 19 illustrates the compressive strength after ex-
posure to 200 and 400 °C due to fibers. It can be con-
cluded as temperature increased the compressive
strength decreased for mixes with fiber compared with
control mix with no fiber. The lowest residual compres-
sive strength recorded for mix with 0.75 % V¥ fiber fol-
lowed by 0.5% Vrthen 1.0% V5 when the temperature
reached 200 °C and 400 °C. The increase of fiber ratio
caused a decrease in the strength after high temperature.
This is due to after temperature increased melting of Pol-
ypropylene fiber at (160 °C) increases since, the void
structure and deterioration of the internal structure
causes the strength decreased Kaya and Kéksal (2021),
and Dawood et al. (2019). While Karahan et al. (2019)
reported that the influence of Polypropylene fiber addi-
tion in mortar after elevated temperature showed that
better behavior at 200 °C and 400 °C for any cooling
method. Furthermore, at 600 °C and 800 °C, mortar with
polypropylene fiber had behavior like to control mortar.

5. Conclusions

Based on the results and discussion presented in this
paper, the following conclusions could be drawn as fol-
low:
¢ Increasing the foaming agent dosage improved foam

concrete workability while increasing the fly ash and

fiber dosages decreased workability.

e The use of a foaming agent, fly ash, and fiber reduced
the density of the mixes. This would stimulate the use
of foamed concrete in projects with low density char-
acteristics.

e Itis possible to produce lightweight foamed concrete
with densities ranging from 1550 to 1800 kg/m3.

e Using foaming agent decreased the compressive
strength. The optimum value for foaming agent is 10%,
where the compressive strength at 28 days and dry
density were 10.4 MPa and 1800 kg/m3, respectively.

e Using fly ash for the foamed concrete with 10% foam-
ing agent improved the strength of the mix. The high-
est compressive strength and dry density were 23.7
MPa and 1755 kg/m3, respectively at 25% of fly ash as
areplacement of cement content as an optimum value.

e Using polypropylene fiber for the foamed concrete
with 10% foaming agent and 25% fly ash as a replace-
ment of cement content reduced the compressive
strength. The maximum compressive strength and
dry density were 18.8 MPa and 1760 kg/m3 at 0.50%
Vr of fiber as an optimum value.

e Using foaming agent dosage decreased the split ten-
sile strength, the optimum tensile strength for foamed
concrete was 1.04 MPa at 10% foaming agent as an
optimum value. On the other hand, using of the fly ash
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and fiber in foamed concrete developed the tensile
strength. The optimum tensile strength was 1.83 and
2.4 MPa at 25% fly ash and 0.5% Vrespectively as an
optimum value.

¢ Using foaming agent and fly ash in foamed concrete
reduced the flexural strength. While, using fiber de-
veloped the flexural strength and mode of failure. The
maximum flexural strength was 3.48 MPa at 0.75% Vr
as an optimum value.

e In terms of residual strength, the performance of
foamed concrete at increased temperatures up to 400
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Fig. 18. Compressive strength at elevated temperature
due to foaming agent and fly ash.
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ABSTRACT

ARTICLE INFO

The aim of this research is to examine the performance of reinforced lightweight fer-
rocement walls under vertical and horizontal loading. The walls were made up of two
thin layers of ferrocement reinforced with one, two, three, or four layers of welded
wire mesh or expanded steel mesh. The panels’ core was constructed of lightweight
extruded foam. An experimental program of thirteen lightweight walls with total di-
mensions of 100x650x1250 mm was casted to achieve this goal and tested until fail-
ure. ABAQUS finite-element package was conducted. The parameters in this study
were the kind of reinforcement; welded and expanded wire meshes, the steel bars,
and. the number of layers of steel mesh. Ultimate load, mode of failure, initial cracking
load, service load, energy absorption, and ductility ratio were calculated and obser-
vation to evaluate the findings. The findings displayed that the performance of the
ferrocement walls reinforced with expanded wire meshes is better than that of the
walls reinforced with welded wire meshes. The energy absorbed increased by 40 %
for specimens reinforced with expanded wire meshes is more than that of the walls
reinforced with welded wire a good agreement was observed among the theoretical
and experimental observations. This paper highlights uses of employing light weight
ferrocement units in building of economic housing, which is particularly valuable for
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both developed and developing nations, with significant frugal benefits.

1. Introduction

Ferrocement is a composite material made up of a
mortar matrix and a number of layers of steel mesh rein-
forcement embedded in the matrix. Shaheen etal. (2017)
described a novel precast U-shape ferrocement form re-
inforced with metallic and non-metallic mesh reinforce-
ment. The experimental program compares casting and
testing ten slabs with total dimensions of 500x100x2500
mm that include 40 mm thick U shape permanent ferro-
cement forms. The testing program revealed that the sug-
gested slabs could achieve high ultimate and serviceabil-
ity loads, superior fracture resistance management, high
ductility, and strong energy absorption qualities at a rea-
sonable cost when compared to the control specimen.

Shaheen et al. (2021) assessed the experimental and
theoretical calculation of ferrocement walls. Under con-
centric compressive stresses, twelve RC walls with di-
mensions of 450 mm x 100 mm x 1000 mm were tested.

The factors under consideration include material k of re-
inforcing, the number of mesh layers, and the volume
fraction of the reinforcement. The study's goal is to eval-
uate the effect of employing new revolutionary materials
in reinforcing RC composite walls. Nonlinear analysis
was used to emulate the behavior of tested specimens
using the ANSYS-10.0 software. The parametric research
is also explained in detail in order to investigate altera-
tions that can be expect with different results with more
variable, such as modifying the wall dimensions. The nu-
merical findings obtained revealed that the FE simula-
tion had an adequate accuracy in approximating the ex-
perimental values. Furthermore, the strength acquired
by samples reinforced with welded steel mesh was 40%
greater than that gained by those reinforced with ex-
panded steel mesh. In comparison to ordinary reinforced
concrete specimens, ferrocement specimens evaluated
under axial compressive stresses demonstrate better ul-
timate loads and energy absorption capacity.
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Shaheen et al. (2018) examined the performance of
precast lightweight ferrocement walls and ANSYS14.5
was used as finite element package. The precast light-
weight ferrocement hollow blocks of 200*400*200mm
and filled with the core material the core material was
hollow blocks. These blocks were arranged to form four
walls that measured 840*650*250mm. The core mate-
rial was investigated as one layer of welded steel mesh.
Welded steel mesh was used as a bonding layer form to
support the plastering in single, double, and three layers.
The results show that the experimental results con-
firmed that better cracks resistance, high serviceability
and ultimate loads, and good energy absorption could be
improved using the proposed walls which verify the va-
lidity of used the proposed model.

Shaheen et al. (2019) examined the structural behav-
ior of thin ferrocement plates exposed to axial compres-
sion loads with and without a frame. The theoretical
model ANSYS15 was used. Twelve samples of 50 mm
thick, 1000 mm wide, and 1000 mm long thin ferroce-
ment plates were tested under compression stress till
failure.

With particular attention devoted to first cracking,
maximum load, deflection at different stages of loading,
fracture pattern, energy absorption, and ductility index,
the behavior of the tested thin plates was assessed. As
well as increased deformation qualities, high strength,
ductility, and energy absorption, a test specimen rein-
forced with three layers of welded steel wire steel
meshes combined with seven steel bars as steel rein-
forcement (FS7W3) also showed these properties. A
good agreement between the theoretical and experi-
mental finds.

Shaheen et al. (2021) inspected the structural perfor-
mance integrity of lightweight semicircular ferrocement
composite roof panels. The suggested panels weight less
than conventional reinforced concrete panels. Two thin
layers of ferrocement reinforced with one or two layers
of welded wire mesh closely together made up the sand-
wich panels. The core was constructed from low weight
fibrous foam concrete. Shear was transferred among the
two layer of ferrocement skin layers via the core in-be-
tween using steel wires from the two skin layers that
were employed to connect the steel meshes and serve as
shear connectors.

The skin of the ferrocement will be 25 mm thick. The
core material, which will be 70 mm thick and made of
pyrite and ad pour 55 as lightweight aggregate, will be
70 mm thick. To strengthen the skin, two types of steel
mesh were employed. Welded wire mesh and expanded
metal mesh are two examples. Steel wire shear connect-
ors will be utilized to link the top and bottom skin layers,
and also provide shear reinforcement. The panels were
subjected to experimental testing. A total of 16 sandwich
semicircular panels with dimensions of 500 mm in width
and 2000 mm in length were tested up to failure under
four lines loadings of span 1900 mm. the behavior of
each panel in deformation and cracking were recorded
and monitored. The final observation will be compared
to theoretical ones using the ABAQUS finite elements
software version 14. The findings will indicate that the
suggested panels can achieve high ultimate and service-

ability loads, fracture resistance management, a high
ductility ratio, and superior energy absorption quali-
ties.

Shaheen et al. (2022) studied the properties of light-
weight ferrocement walls. The results show that the
walls with expanded mesh had more ultimate load com-
pared with walls reinforced with welded mesh.

Shaheen et al. (2023) examined the flexural behavior
of ferrocement beam. They used fourteen beams with di-
mensions (1000, 100 and 150 mm) reinforced with
welded and expanded meshes. All beams tested till fail-
ure under flexural load. They observed that ferrocement
beams achieved high ultimate and serviceability loads,
crack resistance, high ductility.

In this research we searched the performance of fer-
rocement walls under two loads (compressive and lat-
eral) with core material as foam. On the other hand, the
previous studies discussed the effect of one direction
loading and some other core material like hollow block.

2. Research Significance

This work depicts light weight ferrocement walls that
have been exposed to uniform axial compression and lat-
eral loadings. As an alternative to traditional reinforce-
ment, welded steel wire and extended steel wire net-
works are utilized. The essential goals of the experi-
mental program detailed in this think about were to:

e Examine the performance of light weight ferrocement
composite walls under uniform axial compression
and lateral loadings.

e Investigating the influence of reinforcing kind and
number of layers of steel wire meshes (one, two,
three, and four layers.) on performance of ferroce-
ment walls. ABAQUS, finite element tool, will under-
take theoretical analysis to validate the experimental
program's results.

3. Material Properties

Throughout the current study:

Aggregate sand was employed as the fine aggregate.
Table 1 displays the results of a sieve analysis performed
on the sand used in the ferrocement mortar mix.

CEMI 42.5 N was utilized, and its mechanical and
physical qualities were examined for concrete works in
accordance with E.S.S, 4756-11 (2013).

The water utilized for mixing and curing the exam-
ined specimens was pure drinking fresh water devoid of
contaminants.

Polypropylene 300-¢e3 fibers were utilized. It was of-
fered in Egyptian stores. It was employed in concrete
mixtures to improve the properties of the concrete.
Based on manufacturer guidelines, the proportion of in-
crement was set at 900 gm/m3. Table2 shows the prop-
erties of Polypropylene fibers 300-e3

A high range water reducer HRWR was employed as a
super plasticizer. It was employed to increase the mix's
workability. Sika Egypt provided it for Construction
Chemicals in the concrete mix of walls. It satisfies the su-
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per plasticizer criteria of ASTM-C-494 Types G and F and
BS EN 934 Part 2: 2001.

Silica fume powder with a grey tint was utilized to re-
place some of the cement. Silica fume was employed to
exchange 10% of the cement composition by weight. Ta-
ble 3 displays the properties of silica fume.

Steel reinforcement as reinforcing bar, mild steel 8
mm in diameter was employed.

Expanded metal mesh was used to strengthen ferro-
cement channels. The weight of expanded wire mesh per
m?2 was 1500 gm.

The galvanized welded metal mesh utilized in this
project was acquired from China. As reinforcement for
ferrocement channels, welded metal mesh was em-
ployed. The m2 of welded weir mesh was recorded 450
gm in weight.

Foam is a blue board (1.25x0.6x0.5 m) created using
a continuous extrusion technique, with unique qualities
such as low thermal conductivity, strong resistance to
water penetration, high compressive strength, and a
density of 36.5 kg/m3.

Table 1. Results of the sieve analysis for fine aggregates.

Sieve diameter (mm) 4.75 2.83 1.41 0.707 0.354 0.177
Pass (%) 97.7 89.7 67.5 49 3.8 1.6
Table 2. Properties of Fiber mesh 300-€3.
Absorption Nil
Specific gravity 0.91 gm/cm3
Fiber length Single cut lengths
Electrical conductivity Low
Acid and salt resistance High
Melt point 324°F (162°C)
Thermal conductivity Low
Ignition point 1100°F (593°C)
Alkali resistance Alkali proof
Table 3. Chemical composition of silica fume.
Chemical Si02 C Fe20: Ca0 Al202 MgO MnO K20 Naz0
Weight (%) 92-94 3-5 0.1-0.5  0.1-0.15  0.2-0.3 0.1-0.2 0.008 0.1 0.1

4. Experimental Program

The experiment was carried out on thirteen walls. All
test specimens had the same concrete proportions, with
a total height of 1250 mm and cross sectional dimen-
sions of 100x650 mm. Table 4 includes information on
the test specimens. The specimens was designed by
code, CO for the control wall which reinforced with steel
bars, while the code W respect the wall reinforced with
welded mesh, as well as the code WS for walls reinforced
with welded mesh with steel bar, E the code of walls
which reinforced by expanded mesh, moreover the code
ES were reinforced by expanded mesh with steel bar. In
addition, the number refers to the count of the layer.

4.1. Reinforcement details

The following figures showing the reinforcement de-
tails of all specimens in Figs. 1-5.

4.1.1. Reinforcement details of control wall (CO)
This group consist of the control wall. This wall was

reinforced with four mild steel bars of 8 mm diameter in
each side 4@8mm as shown in Fig. 1.

Table 4. Details of the test specimens.

Name Type Description
co Control 4®8m
w2 2layeru&b
W3 Welded mesh 3layeru &b
w4 4layeru &b
WS2 2layeru &b &4 ¢ 8
ws3 LRI e 3layeru&b & 4 ® 8
steel bars
WS4 4layeru &b &4 d 8
E1l 1llayeru &b
E2 Expanded mesh 2layeru & b
E3 3layeru & b
ES1 llayeru&b &4 ® 8
ES2 Expanded mesh with 2layeru&b &4 d8
steel bars
ES3 3layeru&b &4 ¢ 8
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Fig. 1. Reinforcement details of control wall (CO).
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4.1.2. Reinforcement details of Group-1 walls
(W2, W3 and W4)

This group consist of three walls. The walls in this
group are reinforced with welded steel mesh as well as
W2 reinforced with two layer of welded steel mesh in
each side, W3 reinforced with three layer of welded steel
mesh in each side, and W4 reinforced with four layer of
welded steel mesh in each side as shown in Fig. 2.

4.1.3. Reinforcement details of Group-2 walls
(WS2, WS3 and WS4)

This group consist of three walls. The walls in this
group were reinforced with welded steel mesh with steel
bar as well as WS2 reinforced with two layer of welded
steel mesh plus 4 ® 8 in each side, WS3 reinforced with
three layer of welded steel mesh plus 4 ® 8 in each side
and WS4 reinforced with four layer of welded steel mesh
plus 4 @ 8 in each side as shown in Fig. 3.

Shear Connecter
—_— ]

3 Layer Welded

MeshU&B

650.00 650.00
2 Shear Connecter 2
e B
HH o o
4 Layer Welded
Mesh U & B i
- Shear Connecter -

Shear Connecter

N

3 Layer Welded I
Mesh U & B

4 Layer Welded -
Mesh U & B

2 Layer Welded
MeshU&B
438
Extruded Foam
Thickness S0mm

w2 E Extruded Foam W3 § Extruded Foam W4 §
=] Thickness S0mm = Thickness 30mm =)
Fig. 2. Reinforcement details of Group-1 walls (W2, W3 and W4).
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Fig. 3. Reinforcement details of Group-2 walls (W2, W3 and W4).
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4.1.4. Reinforcement details of Group-3 walls
(E1, E2 and E3)

This group consist of three walls. The walls in this
group were reinforced with expanded steel mesh as
well as E1 reinforced with one layer of expanded steel
mesh in each side, E2 reinforced with two layers of ex-
panded steel mesh in each side and E3 reinforced with
three layers of expanded steel mesh in each side as
shown in Fig. 4.

4.1.5. Reinforcement details of Group-4 walls
(ES1, ES2 and ES3)

This group consist of three walls. The walls in this
group are reinforced with expanded steel mesh with steel
bars as well as ES1 reinforced with one layer of ex-
panded steel mesh plus 4 @ 8 in each side, ES2 reinforced
with two layers of expanded steel mesh plus 4 @ 8 in each
side and ES3 reinforced with three layers of expanded
steel mesh plus 4 @ 8 in each side as shown in Fig. 5.
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Fig. 4. Reinforcement details of Group-3 walls (E1, E2 and E3).
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Fig. 5. Reinforcement details of Group-4 walls (ES1, ES2 and ES3).
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4.2. Preparation of the reinforcement strength of 35 MPa after 28 days. The mortar matrix mix
characteristics were determined using the ACI Commit-

There were some photo of preparation of reinforce-  tee 549 Report (1988). It was content of initially dry
ment details of walls. mixed before adding water and remixing the entire patch
in the mixer. For all specimens, mechanical compaction

4.3. Design mix was used. Table 5 shows the mix proportions by (kg\m3).
15 cubes; 150 x150 x150 mm were cast and tested to de-

The concrete mortar which was used of casting speci-  termine the compressive strength of the mix at 7 and 28

mens was designed to have an ultimate compressive  days according to E.S.S. (2011).

Fig. 6. Preparation of the reinforcement.

Table 5. Mix design of the ferrocement mortar mix.

Component Bians Sand Silica fume Water Sup er ERlRICRCES
cement plasticizers 300-e3
Amount (kg/m3) 650 1300 65 227 6.5 0.9
The walls were installed by arranging the reinforce-  walls were meticulously compressed to achieve complete

ment. The reinforcements were then put in the molds. compaction. After the molds were filled with concrete, the
Then, the mortar was mixed by combining the sand and  surface of the concrete in the molds was smoothed using
cement in dry form, then adding polypropylene fiber  a trowel. Finally, the walls were kept in the forms for 24
mesh after that, adding the slurry (silica fume, waterand  hours in laboratory settings before being scraped away.
super plasticizer).

The whole mixing time was around 10 minutes, which ~ 4.4. Casting of concrete mix
was sufficient to produce a homogenous mixture. The
mixture was then poured into the wooden shape. The Fig. 7 shows the photo for casting of concrete.

¢

Fig. 7. Casting of concrete mix.
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4.5. Test set-up

Four LVDT were mounted to follow the vertical and
horizontal displacement, three displacement transduc-
ers (type P1) with gauge lengths of 200 mm, two were
mounted in the middle of the front face and the third in
the side face of the test specimen. All test specimens
were tested to failure under concentric loadings at the
wall ends. Loading Cells, and Testing Frame are the key
components of the testing facility.

The force was added progressively with increments
ranging from 5.0 to 20 kN for all test specimens, and once
the vertical load reached 5 kN, the horizontal load was

gradually applied, as indicated in Fig. 8(a,b). At all load-
ing phases, all deformation properties, cracking pat-
terns, and strengths were comprehensively measured.
The walls were progressively loaded at two spots
through a loading steel beam. As a result, the wall was
loaded up to failure in stages. A load cell with a capacity
of 3500 kN was used to measure the load on the wall.
Following each loading phase, the vertical mid-span de-
flections (V1), vertical side deflections (V2), horizontal
displacement (H1), Pi-gauge readings, and generated
normal stresses were recoded and recorded using an au-
tomated data logger device (TDS-150). Tanta Universi-
ty's reinforced concrete and heavy structures lab.

Fig. 8(a). Test set up and data logger unit used for the tests (TDS-150).

Strong Steel Frame

Load Cell
(Vertical Load)

() ()
§ g
LL | | Steel Cap Pate Roller C
© Load Cell @
% Elevation LVDT (Horizontal Load) %
o N
o SideLVDT i e
= c
= =
wn [9p)

Fig. 8(b). Test set up in the vertical and horizontal loading test.
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5. Experimental Results and Discussions

The findings for the initial loading, service load, verti-
cal and horizontal displacement at ultimate load, ductil-
ity ratio, and energy absorption are shown in the Table
6. The first fracture load was calculated from the load de-
flection curve at the point when it began to depart from
the linear relationship. The area under the load-deflec-
tion curve is sometimes used to define energy absorp-
tion. Figs. 9 and 10 show the first crack load and ultimate
load.

5.1. Serviceability load

The serviceability load was computed using the
CP110 equation: service load = (Experimental load - 1.4
D.L)/1.6 where the experimental load equals the great-
estload achieved as shown in Fig. 11.

5.2. Ductility ratio

The ductility proportion was assessed by comparing the
extreme stack mid-height uprooting to the starting break-
ing loads. When compared to divider CO, dividers fortified
with extended metal work and welded steel work had a
more prominent ductility proportion. Fig. 12 depicts the
ductility proportions for all light weight dividers assessed.

5.3. Energy absorption

The energy absorption was calculated by computing
the area unAder theload displacement curve for each wall,
Energy =fuuf(A)d A.

Walls strengthened with expanded steel mesh ab-
sorbed more energy than the control wall CO. Fig. 13
stresses energy absorption for all walls examined.
Higher ductility and energy absorption are extremely
beneficial in dynamic applications.

Table 6. Experimental results of vertical loading test for shear walls.

Wall First crack Ultimate  Serviceability First crack Ultimate V(li:iisslta(;l;zarfl]:}nt Maximum Ductility abizir%iyon
Vload (kN) Vload (kN) Vload (kN) H load H load (kN) p deflection (mm) ratio P
(mm) (KN.mm)
co 112 185.30 115.72 68.34 98 0.541 2.20 4.06 283.55
W2 123 169.18 105.68 30 41 0.652 1.37 2.10 156.54
w3 133 182.24 113.83 50 74 1.07 1.93 1.80 244.30
W4 146 196.86 122.97 66 81 1.33 2.31 1.73 295.98
WS2 161 210.12 131.22 77 109 1.18 2.34 1.98 352.73
WS3 174 225.41 140.78 89 123 1.23 2.23 1.81 321.68
WS4 190 240.84 150.42 89 150 1.42 2.57 1.80 453.08
E1l 143 190.77 119.15 72 95 1.24 2.17 1.91 315.86
E2 171 226.10 141.22 78 111 1.45 2.41 1.64 387.71
E3 180 230.18 143.77 80 115 1.72 2.64 1.30 413.87
ES1 181 250.24 156.30 50 105 1.54 2.57 1.72 427.96
ES2 209 287.30 179.44 52 144 2.02 3.35 1.62 703.63
ES3 241 290.35 181.33 64 155 2.42 4.43 1.48 922.47
First Crack Load
300
250
P
=
- 200
©
o
|
5 150
o
(@]
% 100
S
[N
50
0
CO W2 W3 W4 WS2 WS3 WS4 E1 E2 E3 ES1 ES2 ES3
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Fig. 9. First crack of tested of tested walls under vertical and horizontal loading.
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Ultimate Load
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Fig. 10. Ultimate load of tested walls under vertical and horizontal loading.
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Fig. 11. Serviceability load of tested walls under vertical and horizontal loading.
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Fig. 12. Ductility ratio of tested walls under vertical and horizontal loading.
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Fig. 13. Energy absorption of tested walls under vertical and horizontal loading.

5.4. Effect of type of reinforcement

Figs.9, 10 and 13 depict the influence of several forms
of reinforcement on the behavior of the tested walls. Ac-
cording to these results, the loads for control wall rein-
forcement with steel alone were the lowest when com-
pared to walls reinforced with steel wire mesh alone or
with steel wire mesh plus steel reinforcement. However,
the energy absorption for walls reinforced with steel
wire. meshes is higher than that for walls reinforced with
steel reinforcement by 4%, 60%, 45%, &d 225% W4,
WS4, E3, & ES3, respectively, when compared to CO.

Furthermore, as compared to CO, the ultimate load
rose by 5%, 29%, 24%, & 56% for W4, WS4, E3 and ES3,
respectively. When compared to CO, the first fracture
load rose by 30%, 69%, 60%, & 115% for W4, WS4, E3
and ES3, respectively.

5.5. Effect of number of layer of reinforcement

Figs. 14-16 indicate the influence of the number of
steel wire mesh layers. The initial cracking, maximum
load, and energy absorptions increased as the quantity
of welded steel wire mesh increased. In the case of
welded steel mesh reinforced walls, the initial cracking
load increased by 8% & 18% for three and four steel wire
mesh layers (W3, W4) compared to two wire mesh lay-
ers, ultimate load increased by 7% and 12% for three
and four steel wire mesh layers (W3, W4) compared to
two wire mesh layers, and energy absorption increased
by 62% and 96% for three and four steel wire mesh lay-
ers (W3, W4) compared to two wire mesh layers.

The initial cracking, ultimate load, and energy absorp-
tions increased as the number of expanded steel wire
mesh increased. In the case of walls reinforced with ex-
panded steel mesh, the initial cracking load increased by
19% & 25% for two and three steel wire mesh layers (E2,
E3) compared to one wire mesh layer, the ultimate load
increased by 18% and 21% for two and three steel wire
mesh layers (E2, E3) compared to one wire mesh layer,
and energy absorption increased by 22% and 31% for
two and three steel wire mesh layers (E2, E3) compared
to one wire mesh layers.

5.6. Effect of presence of steel bars

Figs. 14-17 indicate the effect of the presence of steel
bars with wire mesh. The first cracking, maximum load,
and energy absorptions of the walls increased as the
walls were strengthened with welded steel wire mesh
and steel bars. The first cracking load rose by 30%, 28%,
and 30% for walls reinforced with welded steel mesh
and steel bars (WS2, WS3 and WS4), respectively, as
compared to walls reinforced with welded steel mesh
only (W2 ,W3 and W4),

Ultimate load increased by 24%, 23%, and 26% for
walls reinforced with welded steel mesh with steel bars
(WS2, WS3,and WS4) compared to walls reinforced with
welded steel mesh only (W2,W3 and W4), and energy
absorption increased by 134%, 131%, and 153% for
walls reinforced with welded steel mesh with steel bars
(WS2, WS3 and WS4).

The first cracking, maximum load, and energy absorp-
tions of the walls increased as the walls were strength-
ened with expanded steel wire mesh and steel bars.
When compared to walls reinforced with welded steel
mesh only, the first cracking load rose by 26%, 22%, and
33% for walls reinforced with expanded steel mesh with
steel bars (ES1, ES2 and ES3) (E1 ,E2 and E3), ultimate
load increased by 31%,26%, and 26% for walls rein-
forced with expanded steel mesh with steel bars (ES1,
ES2 and ES3) compared to walls reinforced with ex-
panded steel mesh only (E1 ,E2 and E3), and energy ab-
sorption increased by 35%,81%, and 123% for walls re-
inforced with expanded steel mesh only.

5.7. Effect of using various types of meshes

Figs. 18-21 demonstrate the effect of employing dif-
ferent types of meshes. When a wall was reinforced with
two layers of welded steel wire mesh against a wall rein-
forced with two layers of expanded steel wire mesh (W2,
E2), the first cracking, maximum load, and energy ab-
sorptions increased. The initial cracking load rose by
39%, the maximum load by 24%, and energy absorption
by 185%. When a wall was reinforced with three layers
of welded steel wire mesh against a wall reinforced with
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three layers of expanded steel wire mesh (W3, E3), the
first cracking, maximum load, and energy absorptions
increased. The initial cracking load rose by 35%, the
maximum load by 26%, and energy absorption by 69%.

Similarly, by reinforcing with various types of wire
meshes and steel bars), the initial cracking, maximum
load, and energy absorptions are increased as reported
by Shaheen et al. (2023).
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Fig. 14. Load-vertical displacement for Group-1.
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Fig. 15. Load-vertical displacement for Group-2.
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Fig. 16. Load-vertical displacement for Group-3.
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Fig. 17. Load-vertical displacement for Group-4.
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Fig. 18. Load-vertical displacement for W2 and E2.
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Fig. 19. Load-vertical displacement for W3 and E3.
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Fig. 20. Load-vertical displacement for WS2 and ES2.
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Fig. 21. Load-vertical displacement for WS3 and ES3.

5.8. Load-strain relationship 5.9. Cracking behavior

The load-strain curves for all tested walls were Fig. 27 shows cracking patterns of all the tested light
shown in Figs. 22-26 for all walls, the relationship = weightwalls subject to compression and lateral loadings.
among the load and strain was almost linear till the first ~ We can observe the function of specific surface area of

crack load then it started to deviate from the linear re- reinforcing and the presence of mesh reinforcement, to
lation. control crack width.
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Fig. 22. Load-horizontal and -side strain for CO.
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Fig. 23. Load-horizontal and -side strain for W2, W3 and W4.
V load & side strain V load & H strain
300 300
250 250
-9 = 200
Z 00 g
S 150 < 150
© S4 8
S 100 S 100
—0— WS3
50 50
0 0.2 0.4 0.6 0.8 1 0 0.2 0.4 0.6 0.8 1
Strain (mm) Strain (mm)
Fig. 24. Load-horizontal and -side strain for WS2, WS3 and WS4.
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Fig. 25. Load-horizontal and -side strain for E1, E2 and E3.
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Fig. 26. Load-horizontal and -side strain for ES1, ES2 and ES3.
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Pul =185 kN
Pfc =112 kN
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Pfc =133 kN
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Pfc =190 kN

Fig. 27. (continued)
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Fig. 27. Crack patterns of the wall.

5.10. Finite element model

A finite element package ABAQUS was used to emu-
late the performance of ferrocement walls as a nonlinear
finite element analysis. This part consist of the initial
cracking load, ultimate load, cracking pattern, stress dis-
tribution and displacement due to vertical load.

Two kind of elements were used; solid element and
truss element. The SOLID 65 (C3D8R) is used to know
and emulate the reinforced concrete, truss element
(T3D2) is used to know the steel bar by two nodes. Ta-
bles 7-9 show the properties of concrete and steel. Fig.
28 displays geometrical model for simulated speci-
mens.

Fig. 28. Geometrical model for simulated specimens.
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Table 7. Elastic properties of concrete.

Parameter

Value

Density
Mod. of elasticity

Poisson’s ratio

2.4x10-9 N/mm3

21900 MPa
0.168

Table 8. Concrete plasticity parameters.

Parameter Value
Dilation angle 42
Eccentricity 0.11
folfe 1.35
K 0.68
Viscosity parameter 0.0001
Yield stress in compression 17 MPa
Cross bonding inelastic strain 0.00
Compressive ultimate stress 33 MPa
Cross bonding inelastic strain 0.00158
Tensile failure stress 3.45 MPa

5.11. Boundary condition

The loads were reacted as pressure on contact area
which was (100x650 mm) for compressive load and was
(100x100 mm) for side load. The bottom surface of con-
crete wall was installed to be fixed to prevent from trans-
lation XZ, XY, YZ directions and from rotation about XY
direction at the two lines of contact with underneath
roller supports.

5.12. Finite element results compared with
experimental results

The findings of the ferrocement walls were compared
with theoretical results and the experimental results.
The load-displacement curves for all tested specimens
were displayed in figures and have an excellent agree-
ment between theoretical and experimental results as
shown in Fig. 29 and Table 10.

Table 9. Elastic properties of steel bars and metal meshes.

Steel 24/35 Welded mesh Expanded mesh
Density Density Density
7.86x10-9 7.86x10-9 7.8x10-9
Mod. of elasticity ~ Poisson's ratio Mod. of elasticity ~ Poisson'sratio ~ Mod. of elasticity ~ Poisson's ratio
205000 0.3 170000 0.28 130000 0.28
Stress Strain Stress Strain Stress Strain
240 0 413 0.00 199 0
350 0.0951 610 0.05763 320 4.95E-02
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Fig. 29. (continued)
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Fig. 29. (continued)
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Fig. 29. Comparison between experimental and finite element.

Table 10. Comparison between the results the theoretical and experimental results.

Wall First crack load (kN) Ultimate load (kN) P Put
a Exp. — Exp. — FEM/Exp. FEM/Exp.
Cco1 112 148.8 185.3 186.0 1.329 1.004
w2 123 162.6 169.2 171.2 1.322 1.012
w3 133 174.5 182.2 183.6 1.312 1.008
W4 146 179.9 196.9 199.9 1.232 1.015
WS5 161 161.5 210.1 215.4 1.003 1.025
WS3 174 168.2 225.4 224.4 0.967 0.995
WS4 190 179.0 240.8 238.7 0.942 0.991
E1 143 143.3 190.8 191.0 1.002 1.001
E2 171 145.1 226.1 223.2 0.848 0.987
E3 180 159.3 230.2 227.6 0.885 0.989
ES1 181 145.9 250.2 243.1 0.806 0.971
ES2 209 156.23 287.3 260.5 0.748 0.907
ES3 241 159.9 290.4 266.4 0.663 0.918

. Conclusions

The following conclusions could be formed as follows:
The ultimate load and rose by 7 and 12% for speci-
mens with three and four layers of steel mesh, respec-
tively, as compared to the wall with two layers of
welded steel mesh and energy absorbed increased by
62 and 96%.

The ultimate load rose by 18 and 21% for specimens
with two and three layers of steel mesh, respectively,
as compared to the wall with one layer of expanded
steel mesh and energy absorbed increased by 22 and
31%.

Increasing the reinforcing volume percent improved
the first fractures, ultimate loads, and energy absorp-
tion means increase number of layers meshes rein-
forcement.

For the walls reinforced with expanded mesh, the ul-
timate load was greater than the walls reinforced with
welded mesh by 22% and energy absorbed increased
by 53%.

Excellent agreement among theoretical and experi-
mental results.

e Out of this research, using these walls low cost, light
weight and can use as precast elements.
It is also suggested to investigate the behavior of the
proposed system under impact and dynamic loadings
and earth quick load.
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Urbanized areas are known to have significantly higher temperatures than rural ar-
eas. The Urban Heat Island (UHI) effect is caused by surfaces such as asphalt, build-
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determined with the slump, L-Box and V-funnel tests. Furthermore, compressive
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Yellow pigment added SCC showed a great potential (with the albedo of 0.42) in
terms of solar reflectance and decreasing the contribution to the urban heat island
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1. Introduction

Most people live in urbanized areas, which have a high
density of buildings made of concrete or similar con-
struction materials. Concretes produced with gray ce-
ment generally have a gray color and, depending on
these properties, they absorb a high amount of solar en-
ergy and transmit it to the outside as heat (Sanjuan et al.
2022). The heat release mechanism, as is widely well
known, has a growing impact on the urban heat island
effect (Sen et al. 2022). The most effective way to reduce
this effect is to increase the amount of sunlight that is re-
flected, or to increase the Albedo (Mlilwana and Kearsley
2022; Chen et al. 2019). The albedo of fresh concrete is
varied between 0.35 and 0.40, and it decreases to 0.20 as
it ages (Kaloush et al. 2008). Many factors, including the
ingredients, influence the true albedo of concrete
(Sweeney et al. 2011). A previous study conducted by
Pomerantz et al. (2003) indicated that the albedo of con-
crete was generally proportional to the albedo of cement
and the albedo of aggregates.

While the availability of local materials restricts the
aggregates that can be utilized in concrete production,

the most effective way to make concrete more reflective
is to replace cement with light-colored cement replace-
ment materials or to use white cement together with
color pigments. Boriboonsomsin and Reza studied the
effects of the utilization of slag as a cement replacement
material on the albedo and it was reported that the al-
bedo of the hardened concrete can be increased by 71 %
compared to the reference mixture (Boriboonsomsin
and Reza 2007). In another research, Marceau and VanG-
eem (2008) found that a high albedo can be obtained by
coating a concrete surface with photocatalytic agents
(Krishnan et al. 2018).

Colored concrete was first used as an aesthetic ele-
ment in architecture in the United States in the 1980s,
when the color, produced by applying iron oxide pig-
ments to the surface or incorporating them into the fresh
concrete mixture (Falikman and Deniskin 2021). Col-
ored concrete is now widely used in the production of
prefabricated structural elements and non-structural ar-
tifacts such as facades and ceilings in all over the world
(Hameed and Ali 2021; Junior et al. 2022; Miranda et al.
2019). Self-compacting concrete (SCC) is commonly
used for casting these elements, and white cement and
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color pigments are combined in their manufacture. SCC,
as a type of special concrete, can easily slide and flow in-
side different parts of the formwork due to its own
weight, and it does not require vibration (Adhikary et al.
2022). This concrete must be highly flowable and cohe-
sive in order to achieve full compaction (Wani and
Ganesh 2022). The cohesiveness and segregation of SCC
mixtures can be improved by incorporating viscosity-
modifying admixtures (Hameed et al. 2022). Addition-
ally, superplasticizer admixtures can improve the flowa-
bility of the mixture (Huang et al. 2018). Since its inven-
tion, colored SCC has a wide range of practical applica-
tions worldwide. Since the late 1990s, this type of iconic
architectural concrete usage has increased dramatically.
In addition, the market for colored concrete is antici-
pated to expand by 6% by 2025(Jesus et al. 2023). How-
ever, the major issues with colored concrete are its high
production and maintenance costs (Lépez et al. 2016),
and it needs optimizing in terms of costs.

This study discusses the advantages of colored SCC.
Mechanical, durability and solar reflectance properties
of the mixtures were also investigated since there are
few studies on this subjectin the literature, especially on
the self-compacting concrete subject. In addition, in this

study, the role of colored concrete in reducing the heat
island effect was investigated.

2. Materials and Method

Silica based aggregates were used as both fine and
coarse aggregates. CEM II type (42.5R) white cement
(WC) conforming to the EN 197(BS EN 197-1 2011)
standard was also used. Maximum aggregate size of 20
millimeters was chosen to prevent segregation and its ef-
fects. All aggregates are colorless and suitable for painting
processes. Density of the coarse and fine aggregates are
2.8 g/cm3 and 2.5 g/cm3, respectively. In addition water
absorption amounts are 0.4 % and 0.2 % for coarse and
fine silica aggregates. Gradation curves of the aggregates
and chemical properties of the WC are presented in Fig. 1
and Table 1, respectively. A commercial polycarboxylate
based superplasticizer was also utilized. Iron-oxide based
three different pigments (green, yellow, black) were also
used in the mixtures. The chemical compositions of the
pigments are given in Table 2. The mix proportions of the
concretes are presented in Table 3. The ingredients were
mixed at the rate of 1.27 rad/s for 6 minutes.

100 -
90 A
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60 A
50 A
40 A
30 A
20 A
10 A

Passing (%)

=== Fuller curve
=== \ixture Grading

0 0.08 0.25 0.88

Sieve size (mm)

2 4.75 9.5 13

Fig. 1. Aggregate mixture gradation curves.

Table 1. Chemical properties of the white cement
(provided by the supplier).

Component %
Fe203 3.5
Ca0 60.48
Al203 4.32
MgO 2.37
Si02

Free CaO 1.69
SO3 2.61
Naz0

K20

MnO

TiO2

Slump (EN 2009), L-box (CEN 2010) and V funnel
(AFNOR 2010) tests were conducted to investigate
workability properties of the fresh concrete. Compres-
sive strength tests were performed on the cylindrical
(150 x 300 mm) specimens at 3, 7, 28, 60, 90 and 180
days as per the requirements of TS EN 12390-3 (2003).

Table 2. Chemical properties of the pigments
(provided by the supplier).

Pigment type Green Yellow Black
Si02 + Al203 2.3 1.3 3.1
Fe203 97 98.9 96.5
Density (g/cm3) 0.7-0.8 0.4-0.65 0.7-1.1
pH 6-8 3.2-7.3 4-7
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Table 3. The mixture proportions.

Frvrmlts (k:g/\/lﬁ1 . Silica( ligg/g;’-n(;;)arse Silic(aksga}rrlr(li;)Fine Water,/Binder pitgyrggnt Plglg:)?ntthzrrxunt (il}llpti?‘ll\-h
of WC%) of C%)
Ref. 400 850 750 0.43 - - 1.5
SCC-G1 400 850 750 0.43 Green 2.5 1.5
SCC-Gz 400 850 750 0.43 Green 5.0 1.5
SCC-Gs 400 850 750 0.43 Green 7.5 1.5
SCC-Y1 400 850 750 0.43 Yellow 2.5 1.5
SCC-Y2 400 850 750 0.43 Yellow 5.0 1.5
SCC-Y3 400 850 750 0.43 Yellow 7.5 1.5
SCC-B: 400 850 750 0.43 Black 2.5 1.5
SCC-Bz 400 850 750 0.43 Black 5.0 1.5
SCC-Bs 400 850 750 0.43 Black 7.5 1.5

Sulfate attack on concrete specimens were also inves-
tigated in terms of compressive strength losses at 3, 7,
28, 60, 90 and 180 days. During the sulfate attack tests,
two groups of samples were prepared. One group was
kept in curing water, while the other was kept in a solu-
tion containing 10 percent magnesium sulfate. The con-
centration of magnesium sulfate was refreshed every 20
days until the end of the test period. Albedo values of the
specimens were measured with an UV-VIS-NIR spectro-
photometer (Fig. 2). In addition, rectangular specimens
(24x24x5 mm) were prepared for the measurement (Fig.
3). Albedo properties were determined by examining
wavelengths between 200 and 2500 nm. Mean percent-
ages of reflections were measured, and albedo values for
each sample were determined based on spectrophotom-
eter readings.

In the first step of the experimental studies, the al-
bedo value of the specimens was measured after 28 days
of curing. The average of three measurements of the
spectral reflectance of each specimen was recorded.

Fig. 2. UV-VIS-NIR spectrophotometer.

Fig. 3. Albedo test samples.

3. Results and Discussion

The albedo values of the samples are given in Fig. 4.
The test results range from 0.29 to 0.42. SCC-Y3 had the
highest albedo, but SCC-test B3's result was the lowest,
as expected (Kaloush et al. 2008). Albedos decreased as
black pigment content increased.

Slump, L-box and V-funnel test results are shown in
Figs. 5-7 respectively. Workability of the samples de-
creased on the inclusion of pigments. The value of slump
flow varied between 712 and 725 mm for all mixtures
conforming to the limits of EFNARC ((category of SF2)
EFNARC 2002). The filling ability of the pigment added
mixtures decreased due to the high-water absorption
characteristics of pigments. In accordance with the pre-
sent results, previous studies have demonstrated that
pigment inclusion increases water demand of the con-
crete mixtures (Jesus et al. 2023; Hunek and Szafraniec
2021; Ghadban and Abdulrehman 2022).
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Fig. 5. Slump test results.

It was obtained that V-funnel times varied between  mixtures. The blocking ratios of the mixtures were clas-
14 and 25 sec. (Fig. 7) and all samples were in the class sified as PA2. The blocking ratios of the mixtures were
of VS2 according to the ENFARC on the basis of viscosity =~ classified as PA2. These results are in parallel with simi-
(EFNARC 2002). In Fig. 6, there is a clear trend of in- lar studies (Hunek and Szafraniec 2021; Ghadban and
creasing blocking ratios varied from 0.81 to 0.91 for all ~ Abdulrehman 2022).
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Fig. 6. L-box test results.



Yildizel / Challenge Journal of Concrete Research Letters 14 (3) (2023) 89-95 93

30 1 1 1 1 ]

f

V-{funnel time (sec.)
- ~N >
o (=]

1 1

L]

] L] 1 | | L] I 1 ] | |
R SCC-G1 SCC-G2 SCC-G3 SCC-Y1 SCC-Y2 SCC-Y3 SCC-B1 SCC-B2 scc-B3
Mixtures

Fig. 7. V-funnel time.

Compressive strength test results at 7, 28, 60, 90 and
180 days are presented in Fig. 8. Compressive strengths
increased for all samples with the increasing curing time
(Kovacevic et al. 2021; Akinpelu et al. 2019). Moreover,
the pigmentinclusion had very limited effect on the com-
pressive strengths since all mixture had the cement and
water to binder contents (Hoang et al. 2022; Djamila and
Mohamed 2018).

The resistance of specimens to magnesium sulfate de-
creased with exposure time, as shown in Fig. 9. The most
deleterious effect was obtained for the SCC-B3 mixture
at 180 days and, compressive strength losses increased
for all samples depending on the exposure time. These
results are also compatible with the literature results
(Zhao et al. 2019; Yang et al. 2023; Mostofinejad et al.
2020).

60 1 1 1 1 L

4. Conclusions

In this study, some mechanical, durability and solar
reflectance properties of colored self-compacting con-
crete were investigated. Based on the experimental test
results, following results can be drawn:
¢ SCC-Y3 sample showed the highest albedo, and black

pigment added samples reflected the lowest albedo

results as expected.
¢ Due to the high-water absorption characteristics of

pigments, the filling ability of the pigment-added mix-

tures decreased. Moreover, the addition of pigment

increased the water demand of concrete mixtures.

¢ The pigment inclusion had a negligible effect on the
compressive strengths, as all mixtures contained the
same proportions of cement and water to binder.

¢ The magnesium sulfate resistance of all samples de-
creased with the increasing time.

@® /days @ 28-days @ 60-days

SCC-G1 S5CC-G2

20

Compressive strength (MPa)

SCC-G3 SCC-Y1
Mixtures

90-days 180-days

SCC-Y3 SCC-B1 S5CC-B2 SCC-B3

SCC-Y2

Fig. 8. Compressive strength test results.
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